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composites for structural applications. The main
support ofthis tendency is the possibility ofproducing
composites with high mechanical properties and low
density that can replace traditional materiais such as
steel and WOOd[ll.

One of the key elements of composites is the
interface between reinforcing agents and polymer
matrices. The study of interfaces in composites for
structural applications is gaining much attention
recently due to the recognition oftheir important role
on the mechanical properties and environmental
stability of the composites. In terms of mechanical
properties, a rigid interface can lead to high leveis of

An Atomic Force Microscopy ·Study of the Interactions
Involving Polymers and Silane Networks.

5i/ane coup/ing agents as interfacia/ modifiers in
po/ymer composites

Although a rigid definition of "composites" has
not been reached yet, they can be described as
materiais comprised oftwo or more constituents with
very distinct composition, structure and properties
separated by an interface. The aim in producing
composites is to combine different materiais in a
single device with properties that cannot be obtained
from the individual components. During the past 30
years, there has been a substantial development of

Introduction

Abstract: Silane coupling agents have been frequently used as interfacial agents in polymer composites to
improve interfacial strength and resistance to fluid migration. Although the capability of these agents in
improving properties and performance of composites has been reported, there are still many uncertainties
regarding the processing-structure-property relationships and the mechanisms ofcoupling developed by silane
agents. In this work, an Atomic Force Microscope (AFM) was used to measure interactions between polymers
and silica substrates, where silane networks with a series ofdifferent structures were processed. The influence
of the structure of silane networks on the interactions with polymers was studied and used to determine the
mechanisms involved in the coupling phenomenon. The AFM results showed that phenomena such as chain
penetration, entanglements, intersegment bonding, chain conformation in the vicinities ofrigid surfaces were
identified as being relevant for the overall processes of adhesion and adsorption of polymeric chains within a
silane network. AFM adhesion curves showed that penetration of polymeric chains through a more open
silane network can lead to higher leveis of interactions between polymer and silane agents.
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stress transfer from the matrix to the fibers.
Environmental stability is another important major
issue for advanced polymer composites. The interface
between fibers (or fillers) and matrix can act as a
pathway for corrosion that ultimately can lead to fiber
matrix debonding, fibet pull-out and reduction of
overall mechanical properties[21. Although the
understanding of the interfacial phenomena and the
interface itselfare crucial for the development ofnew
composites with improved properties, the subject is
clearly complex and far from being completely
comprehended.

In order to improve interfacial properties of
composites, surface modifications ofthe constituents
are often performed. The goals in using these
treatments are: (a) improve wetting by reducing
differences in surface energy; (b) create possibilities
ofbond formation; (c) induce other type ofinteraction
such as diffusion bonding or mechanical interlock;
(d) improve resistance to fluid migration through the
interface.

Methods of enhancing interactions between
polymeric matrices and fibers/fillers have been tested
and used, such as coupling agents, plasma, ozone
treatments and polymer coatings or grafts(31. The most
traditional surface treatment that is used to control
interfacial properties in composites, particularly in
glass reinforced composites, is the use of silane
coupling agents[41.

Silane treatment on glass filers and fibers proved
to be efficient in terms of improving mechanical
strength of the composites[51, elastic modulus[61 and
decreasing fracture toughness[61in relation to untreated
fillers/fibers composites. The decrease in fracture
toughness (Kic) can be explained by the fact that a
weakly bonded interface can relieve crack energy.

Lifetime of composites was also enhanced by
producing more rigid interphases in composites, such
as those produced by using silane treatments[71. The
effect ofwater corrosion is particularly strong in weak
interfaces and fiber debonding and pull-out are
commonly seen when this type ofinterphase is present.

Silanes have the general form:

RnSi(Y)(4.n)' where: R, Y = organic radicaIs;

The "Y" group is usually an alkoxy or chlorine
group that can be readily hydrolyzed, while the non
hydrolyzable "R" group is the one responsible for
interacting with the polymer resin.

These silane agents undergo hydrolysis reactions
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and the formed hydroxyl groups can then react with
inorganic surfaces or with themselves to create a
network. The organic part can be polymerized within
the matrix if these radicaIs have unsaturated bonds.
Monoalkoxysilanes or monochlorosilanes can usually
give rise to a monolayer, since polycondensation via
Si-O-Si bond fonnation is restricted. On the other
hand, trialkoxysilanes or trichlorosilanes can produce
highly cross-linked multilayered structure, parti
cularly when water not bound to the surface is
supplied[81. -

Amino silane agents are one ofthe most commonly
used types ofcoupling agent, mainly because they can
open the epoxide rings of epoxy resins and then'be
very usefuI as coupling agents in epoxy-glass
composites[9. 111. Application ofthem on filler particles
and fibers includes a variety ofprocedures going from
the use ofaqueous to anhydrous solutions, high to low
concentrated solutions, room temperature to reflux and
vapor deposition and wide range ofpR's. The structure
of alkoxysilanes is known to be very sensitive to the
conditions of processing. Temperature infiuences the
rates of hydrolysisand condensation, while pH can
alter the ratio of those rates. Concentration of silane
agents in solution also changes the rates ofthe reactions
but also changes viscosity. The manipulation of these
variables will lead to materiaIs with higher or lower
leveIs of cross-link density and variety of packing
efficiency of siloxane rings and chains.

In the case of amino silane agents, the thickness
-ºf the deposited layers and presence of only
chemically bound species in contrast to both
chemically and physically adsorbed species are
affected by the initial processing conditions[91.
Washing the films with boiling solvent usually can
eliminate the physical adsorbed silane molecules. The
presence of the physically bonded species are
suggested to either create a beneficiaI interphase with
the polymeric matrix or degrade properties of the
matrix by plasticizing it.

Time of flight secondary ion m'1SS spectroscopy
(ToF-SIMS) and XPS (x-ray photoelectron spectros
copy) showed that the type of amino silane solution
affects the thickness of the deposited film[111.
Extraction with warm water (SO°C) led to a decrease
in the content of nitrogen measured by XPS caused
by the dissolution of adsorbed silane agents. Further
extraction with hot water (100°C) andhot toluene led
to an extended decrease in nitrogen observed by XPS,
due to degradation of the silane network.
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As commented above, silane agents have been
applied in many systems throughout the last couple
of decades using a series of different procedures of
deposition. However, the effect of the structure of
deposited layers (produced by the different methods
of preparation) on the properties of the systems is
poorly known. Moreover, the mechanisms involved
on the interactions that occur when polymeric chains
face silane networks are even more obscure. Another
controversial point related to silane coupling agents
in composites is whether or not the organic functiona
lities of the silane (organic groups other than the
alkoxy groups) can actually bond to the polymeric
màtrices or they will only act as a compatibilizer for
the surface energies. Although in some systems,
primary bond formation between silane molecules and
polymer had been already identified, in most of the
cases, there are still some uncertainties about the real
mechanisms of coupling[9].

Interactions across interfaces measured by Atomic
Force Microscopy (AFM)

Despite the fact that the importance of interfaces
in a large variety ofprocesses is well recognized, the
structure of interfaces and surfaces is much less
characterized than the bulk of materiaIs. The main
reasons for this lack of information are probably the
combination ofdifficulties ofsearching the top layers
of the material and also the usual and notorious
unstable character of interfaces and surfaces.

Atomic Force Microscopy has rapidly spread
throughout many fields of science due to its high
versatility in using different types of physical and
chemical aspects of surfaces and probes to give the
desired output. More than allowing the processing of
images on a nanometric scale, AFM has demonstrated
to be very usefuI in investigating the magnitude of
chemical and physical-chemical forces between
materiaIs on a molecular scale. Interactions between
sharp AFM tips and samples can be monitored and
the information obtained can be associated with
physical-chemical and chemical processes, such as
adhesion, van der Waals, electrostatic and even
primary forces[I2. 14].

The overall goal of this work is to test the
hypothesis that Atomic Force Microscopy can serve
as a tool to study surface and interfacial interactions
in composites, by providing fundamental information
in terms of the relationship between structure of the
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interfaces of polymer composites and properties of
the system.

The specific goal of this work was to investigate
the interactions between polymers and amino silane
networks with different structures, deposited on silica,
usingAFM. The inf1uence ofthe structure ofthe silane
network on the interactions with polymers was
studied. Fundamental questions about the coupling
mechanism involved between silane agents and
polymers in composites might then be answered by
using the AFM as a tool to simulate the interface. In
order to simulate the composite interface, polymers
grafted on a tip will be forced against a silica surface
treated with silane agents and interactions between
them will be monitored. Chemical and physical
chemical interactions in polymer-silane network
systems can then be analyzed.

Experimental Procedure

Preparation of modified AFM tips and samples

In this work, AFM was used to monitor inte
ractions between a sulfonated polysulfone and amino
silane networks with different structures deposited
on silica surfaces. ModifiedAFM tips were produced
by attaching glass spheres to AFM cantilevers. The
glass spheres were also modified by grafting polymer
on their surfaces. The polymer chosen was a
sulfonated polysulfone (SPSF), because this polymer
can readily interact with functional groups present in
the amino silane networks, such as amine groups,
through hydrogen bond formation, and eventually
through the formation ofprimary sulfonamide bonds.
This same procedure involving the modification of
AFM tips with SPSF grafts was successfully
employed in another work to study the interactions
between polymers and inorganic surfaces(15].

Preparation ofSulfonated Polysulfone

The sulfonation of polysulfone (PSF) was
performed by dissolving a commercially available
polysulfone (Udel®- Union Carbide) in dichlo
roethane (10% wt). Chlorosulfonicacid was added
to the solution at room temperature and the resultant
mixture was stirred for 30 minutes. The sulfonation
process was analyzed using NMR. Nuclear Magnetic
Resonance (NMR) IH NMR 200 MHz spectra were
obtained with a Varian XL-Series NMR Super-
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conducting Spectrometer system. Tetramethyl silane
was used as an internaI reference material. Dime
thylformamide~dwas used as solvent for the
sulfonated PSF.

IH NMR spectra ofunmodified polysulfone and
sulfonated polysulfone (SPSF) are depicted in Figu
re 1. Only the portion of the spectra related to the
aromatic portion of polysulfone is shown in this fi
gure since usual1y sulfonation proceeds by substi
tution of protons on the aromatic rings by sulfonic
acid groups (-S03H). Since each proton position or
group of positions on benzene rings were subjected
to different chemical environments in PSF, distinct
chemical shifts were observed for protons situated in
different positions in the spectrum of polysulfone.
Protons closer to the ether linkage had the largest
upfield shift. The letters on the peaks in Figure 1 are
related to each proton position on the benzene ring.
The c and d protons are located on the rings of the
diphenyl sulfone unit, while the a and b protons are
found on the rings of the Bisphenol A unit, as also
illustrated in Figure 1. The NMR spectrum of the
SPSF is aIso illustrated in Figure 1. Peaks due to the
protons named c and d in the sulfonated polysulfone
were observed at same locations and magnitude
(number of protons involved) as in the spectrum of
unmodified polysulfone. Thus, substitution took place
preferably on the Bisphenol A rings, as theorized. The
four a and b protons on the substituted ring are non
identical and are labeled a' and b " for those on the
opposite side of the sulfonic acid group and e for the
proton adjacent to the new introduced group. Thus,
the positions of a and b protons on theunmodified
ring were essential1y unchanged when compared to
the original polysulfone and new peaks were observed
due to the presence ofnew a', b'and e protons. The
substitution should have taken place preferential1y on
the ortho position in relation to the ether group.

The degree ofsubstitution can be calculated from
NMR data by basical1y rationing the areas under the
peaks associated with the chemical modification. For
the NMR spectrum reproduced in Figure 1, the degree
of substitution was equal to 0.5.

Preparation ofAFM modifled tips

In order to simulate the interface proposed
(polymer against silane networks), conventional AFM
tips were modified by attaching glass spheres
(Polyscience, 15 lJ1l1 radius) to AFM cantilevers. Before
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Figure 1. NMR spectra ofpolysulfone (PSf) and sulfonated polysulfone.

attaching them to cantilevers, SPSF was grafted onto
the surface ofthe glass spheres. The sulfonated polymer
used had a degree of substitution of 0.5, according to
NMR studies. In order to graft SPSF on spheres, their
surfaces were firstly treated with aminopropyl
triethoxysilane (APS) by dispersing the spheres in an
ethanol-water-APS solutÍon for one hour and curing
them at 110°C for 12 hours. The APS treated spheres
were then reacted with SPSF by dispersing them in a
SPSF-dimethylformamide solution for 1 hour.
Sulfonamide bonds were processed by submitting the
treated spheres to a heat treatment at 120°C overnight
under vacuum. Finally the grafted spheres were washed
extensively with dimethylformamide, to remove any
non-bonded polymer. The success of the grafting
technique was confirmed with XPS results[l51.

The modified silica spheres were then attached onto
AFM silicon nitride cantilevers. An epoxy resin was
used to glue the sphere to the cantilever. The epoxy
and sphere were transferred to the cantilever using a
micromanipulator coupled with an optical microscope.

.Preparation ofthe substrates

The substrates used for the deposition of amino
silane were silicon wafers that had their surfaces
oxidized at 420°C in air. After the oxidation process,
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the formed silica layer was hydrated by dipping the
samples in boiling water.

Three different types of amino silane networks
were deposited on silica substrates:

1) Substrates were dipped for one hour in toluene
0.3 vol% aminopropyl triethoxysilane (APS)
solution. The procedure was performed in an
environrnent with 15% reiative humidity, so that
minor amounts of water were introduced into
the APS-toluene solution.

2) Substrate'> were dipped for one hour in an
ethanol-5% voI. water solution containing 1%
in volume ofAPS.

3) Some of the substrates treated in the ethanol
water-APS solution were dipped into a boiling
water for one hour.

After the deposition, the substrates were washed
with ethanol and dried ovemight at 11 O°e.

Measurements

A Nanoscope III (Digital Inst., Santa Clara, CA)
was used in contact mode. In order to avoid the
formation of a thin liquid film on the substrate that
usually adds a capillary force component to the
measured forces by AFM, a fluid cell accessory
provided also by the manufacturer was used.
Deionized water (pH = 5.0) was used during the
measurements. Water is not a good solvent for the
sulfonated polysulfone used (Iow degree of substi
tution), but will swell the polymer.

AFM force-distance measurements can be
performed by applying to the piezoelectric a saw-tooth
type of curve. In this case, instead of keeping the
height or force constant, as usual when images are
being processed in contact mode, the piezoelectric
moves the sample against the tip in the vertical
direction (z direction) in a cyclic way. In each cycle,
the deflection of the cantilever is recorded as a
function of the travei of the piezoelectric. When the
tip is approaching the surface of the sample, an
attractive force is usually present, represented by
anyone of the type of chemical forces (electrostatic,
van der Waals, etc.). A "jump" ofthe tip towards the
sample surface occurs when the elastic constant of
the cantilever cannot keep up with the gradient of
forces acting on the tipo When an initially in-contact
tip is released from the surface, another characteristic
jump is produced in which the tip sticks to the surface
and an extra force is required to unload the tipo The
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magnitude ofthis force can be related to the adhesion
between the materiais on the tip and sample.
Adhesion, in this case, can be attributed to one or a
combination ofphenomena such as primary chemical
bond formation, entanglements, secondary bond
formation, among others. Many sites in each sample
were used to obtain the force-displacement curves,
thus ensuring reproducibility of results.

Results and Discussion

In Figure 2, a drawing representing the whole
technique developed to measure interactions between
surfaces and polymeric entities grafted on modified
AFM tips (glass sphere with polymer grafts) is
shown[151. In this scenario, the polymer chains are
being brought continuously in and out ofcontact with
the surface. This cyclic mechanism mimics natural
processes where polymeric chains hit the surface of
substrates looking for positions with lower energy to
adsorb. As shown in this figure, the use ofSPSF with
a low degree of substitution favors the formation of
few linkages between the polymer and the surface of
the glass sphere during tip preparation, thus allowing
the presence offairly large non-bonded chain lengths.

In a set of experiments, one specific tip with
polymer grafts was used to search the surface of the

Amino silanc agent

Sulfooated poJysulfooe

Modified spherc transportcd to AFM cantil~er

Figure 2. Procedure of AFM tip modification
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forces between the outermost parts of the grafted
polymers and silane molecules (mainly the amine
groups) forces the tip to jump to contact. In Figure 4
(top), a typical AFM extension curve for a modified
tip-silane network system is shown.

In Figure 4, parts ofthe force-distance curves in
which the tip is retracting from the surface are shown.
As commented before, prior from being retrieved
from the surface, the AFM tip was compressed against
the substrate, allowing polymeric chains to fully
interact with the surface. Therefore, retraction cur
ves can potentially reveal phenomena such as chain
penetration, entanglements, chemical bond formation,
etc: In Figure 4, it is possible to observe that the value
ofadhesion is very dependent on the type of substrate
used, i.e. dependent on the structure of the silane
network. Higher values of adhesion were obtained
for the sample treated with low concentration ofAPS
in toluene. In this case, water was not introduced as a
reactant, and should have been present in minor

0,6 APSlethanoVwater
solution
(extension curve)

Si

200

c

N

8001000 600 400

Binding energy (eV)

Figure 3. XPS spectrum of a silica surface treated with aminopropyl
triethoxysilane

different substrates in all the measurements, and
therefore it was possible to use the average value of
the cantilever elastic constant (provided by the
manufacturer, k = 0.12 N/m) on the calculations
(conversion of deflection of the cantilever in force).
At the end of the measurements, the first sample
investigated was again tested to ensure that no major
degradation of the polymer grafts on the sphere had
occurred during previous measurements.

Figure 3 shows a XPS (x-ray photoelectron
spectroscopy) spectrum of the oxidized silicon
substrate treated in an ethanol-water/APS solution.
The presence ofthe nitrogen peak confirmed that the
silane agent was successfully deposited on the surface
of silicon wafers.

Table 1 reports the results ofAFM measurements
performed using the SPSF treated tip on the various
APS treated silicon wafers. Values of distance and
magnitude of forces associated with attractive
minimum and adhesion are shown in this table. As
observed in this table, attractive minimums were seen
for all the samples regarding the interactions between
APS treated surfaces and SPSF. Therefore, when the
tip is approaching the surface ofthe samples, attractive

o

Table 1. Results from force-distance AFM curves usinga SPSF tip and
APS treated substrates.

-100 O 100 200

Separation (mn)

200 400

Extension -
Retraction • adhesion

Procedure for attractive milÚmum

sample preparation Distance Force Distance Force
(um) (mN/m) (um) (mN/m)

APS\toluene 5.12 0.48 21.19 1.81

APS\ethanol\ water 3.39 0.0153 10 0.564

APS boiled 1.89 0.0055 11.87 0.118

---t:r- (a) APS boiled (retraction curve)

--o- (b) APS/ethanol/water solution (retraction curve)

~ (c) APS/toluene solution (retraction curve)

Figure 4. AFM force-distance curves for a sulfonated polysulfone modi
fied tip against amine silane networks with different structures. On the
top: typical extension curve for the substrates treated in an ethanol/wa
ter solution

Polímeros: Ciência e Tecnologia - OutlDez - 98 87



quantities only as a contaminant. Bonding between
APS molecules and silanol groups (-SiüH) on the
surface ofthe silica layer, is in its majority processed
via alcohol condensation (ethoxy groups reacting with
hydroxy groups). Self condensation of the silane
molecules via formation of siloxane bonds will be
restricted and should occur for those silane molecules
hydrolyzed by the minor amounts of water. The
overall picture of the structure of silane networks
deposited from the conditions described earlier should
show the presence of an open network of polysi
loxanes with low cross-link density. In this situation,
penetration of polymeric chains within the loosely
packed network is allowed in large extension, leading
to a maximization of interaction between polymeric
chains and polysiloxane chains via formation of
hydrogen bonds between, for example, amine groups
and sulfonic acid groups. Moreover, entanglements
between polysiloxanes and organic chains can also
occur. Thus, a combination of phenomena including
interchain bonding and formation of entanglements
is responsible for the high leveI of interaction
(adhesion) observed on the analyzed system.

Lower leveIs ofadhesion forces, in relation to the
previous case, were measured when a tip with polymer
grafts was brought in contact with an oxidized silicon
wafer treated with APS in an ethanol-water solution.
The amino silane networks deposited from the high
APS concentrated ethanol-water solution should have
a totally different network structure than the one
produced by the deposition in a APS-toluene solution.
Deposition of multilayers of a cross-linked network
in this case is allowed due to the hydrolysis of the
APS in solution and further self-condensation.
Chemical and physically adsorbed entities should also
be present due to hydrogen bonding between amine
groups and silanol groups. This procedure used to
obtain the deposited layers can lead to the formation
of a very tight network with high cross-link density.
This rigid network can restrict polymer chain
interpenetration, that can reduce the number of
entanglements between polysiloxane and polymer
chains and also can lead to lower leveIs of bond
formation between reactive groups on the chains.

As also shown in Figure 3 and Table I, the lowest
leveI of adhesion was obtained for samples dipped
into boiling water. This procedure can remove the
adsorbed species as well as can degrade silane
networks, leading to incomplete coverage[ll, 16]. In this
case, the number ofhydrogen bonds between reactive
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groups within the network and on the polymer, such
as between amine groups and sulfonic acid groups is
reduced due to defects on the network structure. Thus,
it is clear that the concentration of reactive groups
with high chemical affinity in both polymer and silane
network is very important in determining the degree
of interaction between the phases at the interface.

In tenns of the properties ofpolymer composites,
it can be proposed that higher leveIs of interfacial
strength can be obtained by optimizing the structure
ofsilane networks. Silane networks with lower cross
link densities should lead to improved properties by
allowing interpenetration ofchains and maximization
of entanglements and chemical interactions between
reactive groups. Presence ofchemical affinities in both
phases (polymer and silane) should also enhance
interfacial properties by enabling higher leveIs of
miscibility of the phases and higher degrees of
interactions (through formation of chemical bonds)
between them.

Conclusions

The experiments described and discussed in this
work demonstrated that AFM can be used to study
mechanisms that occur when polymer chains are
present at the interface ofcomposites. Basically, chain
interpenetration, entanglements and intersegment
bonding can be identified by AFM, which all are
phenomena present at the interfaces of polymer
composites.

In this work, the AFM technique was modified to
simulate the interface of polymer composites. The
effect of the structure of silane networks present at
the surface of silica, i.e. cross-link density of the
network, presence of reactive functional groups, and
others, on phenomena such as chain entanglement,
chain interpenetration and intersegment bonding
could be studied using AFM. It was demonstrated here
that the structure of silane networks can aI ter
dramatically the type and magnitude of interactions
between polymer chains and silane networks.

It was observed that adhesion between polymer
and silane network can decrease if a highly cross
linked network structure is formed from the self
polycondensation of silane agents, since this rigid
structure can depress the penetration of the polymer
chains into the network, restricting the formation of
entanglements and interactions between silane
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functional groups and polymer. It was also demons
trated that the presence and concentration ofchemical
affinities in both phases (polymer and silane) is
important in determining the degree of interactions
between them.

The results of this work can be used to design
high performance interfaces of composites by either
employing polymers with specific architectures to
interact at the interfaces or modifying the structure
of the silane network to interact in an improved
manner with the surrounding polymers (matrix).
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