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where B pk  expressed in gauss, f  in hertz, and: where H  expressed in oersted, and:

a=3.167E+10,   b=1.206E+09,  c=9.656E+06,   d=5.636E-14 a=1.000E-02,   b=1.089E-05,  c=1.874E+00,   d=0.000E+00

where B pk  expressed in gauss, and: where f  expressed in hertz, and:

a=8.756E+02, b=7.477E-01, c=8.939E-01, d=9.536E+07, e=-1.400E+00, f=1.129E+02 a=6.803E-03,   b=5.717E-09,  c=8.920E-01,   d=0.000E+00

where B pk  expressed in gauss, H  in oersted, and: where T  expressed in celsius, and:
a=1.836E-02, b=2.089E+00, c=2.003E+09, d=1.000E-08, e=6.055E+01 a=1.070E+02

359 mW/cm³ (max)

47.8% (nom)

Core Loss (50kHz, 1000g)

MPP  147µ Toroid

8.9 kG

312 mW/cm³ (nom)

39.4% (min)

7.8 g/cm³

± 8%
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H - DC Magnetizing Force (Oe)

%Initial Perm vs. DC Bias - MPP  147µ

Nominal

H = DC Magnetizing Force (Oe)
N = Number of Turns
I = DC Current (A)
Le = Effective Path Length (cm)
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Bpk - Peak AC Flux Density (gauss)

Core Loss vs. Bpk - MPP  147µ
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Bpk - Peak AC Flux Density (G)

%Initial Perm vs. AC Flux Density - MPP  147µ
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Initial Perm vs. Frequency - MPP  147µ
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